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  IN  REPLY 
   REFER TO         June 17, 2004 
 DNSC-C1 
 
 
 

AMENDMENT NO. 006 TO 
BASIC ORDERING AGREEMENT (BOA) 

FOR LEAD UNDER DLA-LEAD-005 
 
The above referenced Basic Ordering Agreement, DLA-LEAD-005, dated May 9, 2002, for the sale of lead, is 
hereby amended to update Section D Payment, Section I.2 Inventory List (SEP 03), and J.1 Analyses of 
DNSC LEAD (SEP 03), as follows: 
 

1. Section D - Payment is deleted in its entirety and replaced with Section D – Payment (MAY 04) as follows: 
 

SECTION D - PAYMENT 
 
D.1 Payment (MAY 04) 
 
a.  Payment shall be made in U.S. dollars. 
 
b.  Payment shall be made by wire transfer, U.S. Postal Service money order, or company or bank 
     check. 
 

(1) Wire transfer payment shall be made in accordance with instructions in Section J.5. Fees 
for wire transfers are the responsibility of the Contractor. If payment is by wire transfer and 
the wrong account number is used, shipment of material may be delayed by up to one week 
or the wire transfer may returned to the sender. 

 
(2) All checks must be drawn on a U.S. domestic bank or on the United States branch of an 
acceptable foreign bank and must be payable in United States currency. A service charge 
of $100.00 will be applied to all returned checks. 

 
c.  Payment shall be made to the Defense Finance and Accounting Service - Columbus (DFAS - 

Columbus). If a check is not made payable to DFAS-Columbus, the check may be returned and 
the $100.00 fee stated in D.1.b. charged. Payment shall be accompanied by identifying  
information including the contract number, invoice number, and a description of the  
material purchased. Payments without the required identification may be returned and shipment 

     delayed. Payments shall be sent to: 
 

ATTN: DNSC-R, Accounts Receivable 
Defense National Stockpile Center 
8725 John J. Kingman Road, Suite 3229 
Fort Belvoir, VA 22060-6223 

 
d.  Invoices issued for adjustments for variations in quantity or weight, storage charges, interest, penalty      

charges, or administrative charges shall be paid promptly. 
 
e. If payment is not made in full within 30 calendar days of issuance of an invoice as specified in  

D.1.d., the Contractor will be considered delinquent and any outstanding charges will be reduced  
by any subsequent payments. No material will be released until all delinquent charges are paid.  
(See Sections F.1.a. and G.11.) 

 
D.2 Payment Due Date (MAY 04) 
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a.  Payment due dates will be applied as follows: 
 
      (1) If payment terms are not extended, payment will be made before shipment of material and 

before the end of the contract period specified in the executed Section I.1 QUOTE / AWARD  
FORM  (MAY 02). 

 
      (2) If payment terms are approved, the Contractor shall pay the Government the full amount of 
       each shipment no later than 30 calendar days after DNSC receives current, accurate and 
       complete Shipping Instructions. Shipping Instructions must be submitted on or before the 
       final day of the contract period. Notwithstanding any other provision of the contract, 
       payment is due with or without the issuance of an invoice by the Government. If the 
        Contractor fails to make payment timely, the Contractor will be considered delinquent (see 
        Section D.1.e., F.1.a., and G.11), and the Government, at its sole discretion, may revoke 

 payment terms and take other appropriate action in accordance with Section G.8. If the 
 Contractor fails to submit current, accurate and complete Shipping Instructions on or before 
 the final day of the contract period, the Government will revoke payment terms and payment must be 
made before shipment of material. 

 
b. If payment is not received by 4:30 p.m., local time Fort Belvoir, VA, on the payment due date, 
      payment will not be credited until the next Government business day. Interest and penalty charges   

will accrue accordingly. 
 
c.   In the event the payment due date falls on a Saturday, Sunday, or holiday, then the payment due 
      date will be extended to the next Government business day. 
 
D.3 Interest (MAY 04) 
 
a. All amounts that become payable by the Contractor to the Government under this contract shall 

bear simple interest from the date due until paid. The interest rate shall be the interest rate 
established by the Secretary of the Treasury as provided in 41 U.S.C. 611, which is applicable to 
the period in which the amount becomes due, as provided in paragraph b., below. 

 
b.   Amounts shall be due at the earliest of the following dates: 
 

(1) The final day of the contract period specified in Section I.1 Sale of QUOTE / AWARD FORM  
(MAY 02) (with or without the issuance of an invoice by the Government); 

 
(2) The date of the first written demand for payment under the contract, including any demand 
resulting from a default termination, unless paid within 30 days of becoming due; or 
 
(3) If payment terms have been approved, 30 calendar days after the date that DNSC receives 
current, accurate and complete Shipping Instructions provided that Shipping Instructions are 
submitted on or before the final day of the contract period. If Shipping Instructions are not  
submitted on or before the final day of the contract period, amounts shall be due in accordance with the 
provisions of Section D.3.b.(1). 

 
D.4 Penalty and Administrative Charges (MAY 04) 
 
  In addition to interest charges specified in Section D.3, above, a penalty charge of 6 percent per annum shall         
  be assessed on any debt principal that is delinquent more than 90 calendar days. Penalty charges shall accrue       
  from the date the principal amount due becomes delinquent until paid. Additional administrative charges may       
  be assessed, if needed. Administrative charges relate only to delinquent debts and will be assessed to cover    
  expenses incurred by the Government in the recovery of such debts. 
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2.  Section G.11 Setoff of Funds (JUL 98) is deleted in its entirety and replaced with the following: 
      
     G.11 Setoff of Funds (MAY 04) 
      
    The Contractor agrees that the Government may use all or a portion of any monies received by the      
    Government to satisfy, in whole or in part, any debt (e.g., delinquent payments, interest, penalty charges,  
    administrative charges, or storage charges), arising out of this or any other transaction. 
 
 
 
3. All references to Section I.2 Inventory List (SEP 03) are deleted and replaced with Section I.2 
Inventory List (JUN 04). All references to Section J.1 Analyses of DNSC Lead (SEP 03) are deleted and 
replaced with Section J.1 Analyses of DNSC Lead (JUN 04). 
 
4. Section I.2 Inventory List (SEP 03) and Section J.1 Analyses of DNSC Lead (SEP 03) are deleted and the 
attached Section I.2 Inventory List (JUN 04) and Section J.1 Analyses of DNSC Lead (JUN 04) are inserted 
therefor. 
 
5. Quoters shall indicate acknowledgment of receipt of this Amendment by signing in the space 
provided below and returning this form to:  
 
   ATTN:  DNSC-C/ James Greczek 
   Defense National Stockpile Center 
   8725 John J. Kingman Road 
   Suite  3229 
   Fort Belvoir, VA 22060-6223 
   Facsimile No.  (703) 767-5494 
 
 
Failure to acknowledge receipt of this Amendment may result in the quoter being considered ineligible 
for award.  Except as provided herein, all other terms and conditions of DLA-LEAD-005 and 
Amendment Nos. 004 and 005 remain unchanged and in full force and effect. 
 
NAME OF FIRM:           
 
ADDRESS:           
 
TELEPHONE:             
 
FACSIMILE:            
 
BY:             
 
SIGNATURE:            
 
TITLE:             
 
DATE:             



I.2 INVENTORY LIST (JUN 04) DLA-LEAD-005
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ITEM LOCATION GRADE BRAND INGOT (LB) BUNDLE (LB) METRIC TONS

   

42 MECHANICSBURG, PA CORRODING BROKEN HILL 56 2,374 34,074.67

46 MECHANICSBURG, PA CHEMICAL ST. JOE 99 2,482 158

48 MECHANICSBURG, PA COMMON DESILVERIZED PERTH AMBOY 99 2,466 695

49 MECHANICSBURG, PA COMMON DESILVERIZED SCHUYKILL 74 2,605 1,279

50 MECHANICSBURG, PA CORRODING BRAUBACH 95 3,320 285

51 MECHANICSBURG, PA CORRODING PENNAROYA 69 2,373 1,686

53 MECHANICSBURG, PA CORRODING TSUMCO 98 1,952 418

54 MECHANICSBURG, PA CORRODING PERTH AMBOY 98 2,460 454

55 MECHANICSBURG, PA COMMON DESILVERIZED TREPCA 87 3,039 36

56 MECHANICSBURG, PA COMMON SCHUYKILL 72 2,521 248

57 MECHANICSBURG, PA COMMON OMAHA GRANT 100 2,491 180

59 MECHANICSBURG, PA COMMON ILR 99 2,473 184

60 MECHANICSBURG, PA CORRODING TADANAC 100 2,508 51

62 MECHANICSBURG, PA COMMON DESILVERIZED PENNAROYA 69 2,425 878.24

64 MECHANICSBURG, PA COMMON DESILVERIZED OMAHA GRANT 100 2,509 158

  

100 WARREN, OH CHEMICAL FEDERAL 98 2,467 137

101 WARREN, OH CHEMICAL ST. JOE 100 2,498 894

102 WARREN, OH CORRODING TADANAC 101 2,532 18,815

106 BATON ROUGE, LA CORRODING DOE RUN 100 2,500 16.06

107 BATON ROUGE, LA CORRODING TREPCA 80 2,414 5.43

108 BATON ROUGE, LA CORRODING US ELECTRO 110 2,212 12.04

109 BATON ROUGE, LA CORRODING BOLIDEN 94 2,425 55.65

110 BATON ROUGE, LA CORRODING BHAS 2,009 N/A 7.28
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Percent by Weight (Dry Basis)

Dross Min. by Diff. Max. Max. Max. Max. Max. Max. Max. Max. Max. Max.

Item Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi (%) Zn (%) Te (%) Ni (%) Fe (%)

42 Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0005 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 1.34 99.99 0.0011 <0.0001 <0.0002 <0.0001 <0.0001 0.0041 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0025 <0.0001 <0.0002 0.0011 0.0003 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 1.25 99.99 0.0031 <0.0001 <0.0002 0.0011 0.0001 0.0040 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.97 99.99 0.0022 <0. 0001 <0.0002 <0.0001 <0.0001 0.0034 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 1.09 99.99 0.0035 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0031 <0.0001 <0.0002 <0.0001 <0.0001 0.0032 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.77 99.99 0.0036 <0.0001 0.0019 <0.0001 <0.0001 0.0031 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.66 99.99 0.0043 <0.0001 0.0007 0.0003 0.0001 0.0030 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0028 <0.0001 0.0004 <0.0001 <0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.92 99.99 0.0026 <0.0001 <0.0002 <0.0001 <0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.82 99.99 0.0024 <0.0001 0.0002 <0.0001 0.0004 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.63 99.99 0.0023 <0.0001 <0.0002 0.0002 0.0002 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0002 0.0001 0.0048 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.75 99.99 0.0022 <0.0001 <0.0002 0.0005 0.0002 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.85 99.99 0.0019 <0.0001 <0.0002 0.0002 0.0001 0.0045 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.70 99.99 0.0016 <0.0001 <0.0002 <0.0001 0.0002 0.0037 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0021 <0.0001 <0.0002 0.0001 0.0001 0.0039 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.80 99.99 0.0028 <0.0001 <0.0002 0.0003 0.0001 0.0056 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0033 <0.0001 <0.0002 <0.0001 <0.0001 0.0042 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.65 99.99 0.0018 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0018 <0.0001 <0.0002 0.0001 0.0001 0.0033 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.88 99.99 0.0023 <0.0001 <0.0002 <0.0001 0.0001 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.86 99.99 0.0028 <0.0001 <0.0002 <0.0001 <0.0001 0.0054 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.95 99.99 0.0028 <0.0001 <0.0002 <0.0001 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.76 99.99 0.0025 <0.0001 <0.0002 0.0008 0.0001 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
42 Mechanicsburg, PA Broken Hill Corroding 0.67 99.98 0.0038 <0.0001 <0.0002 0.0006 0.0001 0.0047 <0.0005 <0.0001 <0.0001 <0.0001
46 Mechanicsburg, PA St. Joe Chemical 0.48 99.93 0.0001 <0.0001 <0.0002 0.056 0.0068 0.0002 <0.0005 <0.0001 <0.0037 <0.0001
46 Mechanicsburg, PA St. Joe Chemical 0.38 99.93 0.0001 <0.0001 <0.0002 0.055 0.0067 0.0001 <0.0005 <0.0001 0.0037 <0.0001
48 Mechanicsburg, PA Perth Amboy Common Desil. 0.58 99.92 0.0001 <0.0001 <0.0002 0.0002 0.0017 0.068 <0.0005 <0.0001 <0.0001 <0.0001
49 Mechanicsburg, PA Schuylkill Common Desil. 0.62 99.96 0.0004 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
49 Mechanicsburg, PA Schuylkill Common Desil. 0.62 99.96 0.0004 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
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Percent by Weight (Dry Basis)

Dross Min. by Diff. Max. Max. Max. Max. Max. Max. Max. Max. Max. Max.

Item Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi (%) Zn (%) Te (%) Ni (%) Fe (%)

50 Mechanicsburg. PA Braubach Corroding 0.54 99.98 <0.0001 <0.0001 <0.0002 0.0002 0.0005 0.022 <0.0005 <0.0001 <0.0001 <0.0001
51 Mechanicsburg, PA Penna(roya) Corroding 0.58 99.96 <0.0001 <0.0001 <0.0002 0.0009 0.0015 0.036 <0.0005 <0.0001 <0.0001 <0.0001
53 Mechanicsburg, PA Tsumco Corroding 0.39 99.97 <0.0001 <0.0001 <0.0002 0.0005 0.0011 0.026 <0.0005 <0.0001 0.0003 <0.0001
54 Mechanicsburg, PA Perth Amboy Corroding 0.38 99.97 <0.0001 <0.0001 <0.0002 <0.0001 0.0007 0.019 <0.0005 <0.0001 <0.0001 <0.0001
55 Mechanicsburg, PA Trepca Common Desil. 0.52 99.97 <0.0001 <0.0001 <0.0002 0.0004 0.0003 0.019 <0.0005 <0.0001 <0.0001 <0.0001
56 Mechanicsburg, PA Schuylkill Common Gr. A 0.96 99.96 0.0040 <0.0001 <0.0002 0.0060 0.0037 0.022 <0.0005 0.0007 0.0018 <0.0001
57 Mechanicsburg, PA Omaha & Grant Common Gr. A 0.5 99.98 <0.0001 <0.0001 <0.0002 0.0002 0.0007 0.017 <0.0005 <0.0001 <0.0001 <0.0001
59 Mechanicsburg, PA ILR Common Gr. A 0.45 99.92 <0.0001 <0.0001 <0.0002 0.0003 0.0002 0.077 <0.0005 <0.0001 <0.0001 <0.0001
60 Mechanicsburg, PA Tadanac Corroding 0.59 99.99 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
62 Mechanicsburg, PA Penna(roya) Common Desil. 0.60 99.97 0.0001 <0.0001 <0.0002 0.0011 0.0020 0.024 <0.0005 <0.0001 <0.0001 <0.0001
62 Mechanicsburg, PA Penna(roya) Common Desil. 0.39 99.97 0.0001 <0.0001 <0.0002 0.0011 0.0019 0.024 <0.0005 <0.0001 <0.0001 <0.0001
64 Mechanicsburg, PA Omaha & Grant Common Desil. 0.55 99.93 <0.0001 <0.0001 <0.0002 <0.0001 0.0002 0.065 <0.0005 <0.0001 <0.0001 <0.0001
64 Mechanicsburg, PA Omaha & Grant Common Desil. 0.5 99.98 <0.0001 <0.0001 <0.0002 0.0002 0.0007 0.017 <0.0005 <0.0001 <0.0001 <0.0001

100 Warren, OH Federal Chemical 0.56 99.927 <0.0001 <0.0001 <0.0002 0.064 0.0047 0.0004 <0.0005 <0.0001 0.0032 <0.0001
100 Warren, OH Federal Chemical 0.51 99.928 <0.0001 <0.0001 <0.0002 0.062 0.0055 0.0001 <0.0005 <0.0001 0.0035 <0.0001
101 Warren, OH St.Joe Chemical 0.47 99.929 <0.0001 <0.0001 <0.0002 0.060 0.0065 0.0001 <0.0005 <0.0001 0.0037 <0.0001
101 Warren, OH St.Joe Chemical 0.63 99.930 0.0001 <0.0001 <0.0002 0.059 0.0056 0.0001 <0.0005 0.0001 0.0039 <0.0001
102 Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0009 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.56 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0007 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.54 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0008 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.68 99.996 <0.0001 <0.0001 <0.0002 0.0005 0.0016 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.52 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.59 99.998 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.47 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0004 0.0007 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.72 99.997 <0.0001 <0.0001 <0.0002 0.0007 0.0003 0.0005 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.60 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0007 0.0010 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.52 99.996 <0.0001 <0.0001 <0.0002 0.0004 0.0007 0.0013 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.78 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.59 99.997 <0.0001 <0.0001 <0.0002 0.0005 0.0005 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.58 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0006 0.0005 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.54 99.998 <0.0001 <0.0001 <0.0002 0.0005 0.0004 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.57 99.997 <0.0001 <0.0001 <0.0002 0.0004 0.0005 0.0008 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.44 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0013 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.61 99.997 <0.0001 <0.0001 <0.0002 0.0003 0.0005 0.0014 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.62 99.997 <0.0001 <0.0001 <0.0002 0.0006 0.0004 0.0004 <0.0005 <0.0001 <0.0001 <0.0001
102 Warren, OH Tadanac Corroding 0.55 99.996 <0.0001 <0.0001 <0.0002 0.0003 0.0006 0.0021 <0.0005 <0.0001 <0.0001 <0.0001

106 Baton Rouge, LA Doe Run Corroding 0.48 99.99 <0.0001 <0.0001 <0.0002 <0.0001 0.0001 0.0038 <0.0005 <0.0001 <0.0001 <0.0001
106 Baton Rouge, LA Doe Run Corroding 0.39 99.99 <0.0001 <0.0001 <0.0002 <0.0001 0.0004 0.0024 <0.0005 <0.0001 <0.0001 <0.0001
107 Baton Rouge, LA Trepca Corroding 1.54 99.97 <0.0001 <0.0001 <0.0002 0.00012 0.0010 0.016 <0.0005 <0.00003 <0.0001 <0.0001
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Percent by Weight (Dry Basis)

Dross Min. by Diff. Max. Max. Max. Max. Max. Max. Max. Max. Max. Max.

Item Depot Brand Type (%) Pb (%) Sb (%) As (%) Sn (%) Cu (%) Ag (%) Bi (%) Zn (%) Te (%) Ni (%) Fe (%)

108 Baton Rouge, LA USS Electro Corroding 0.95 99.99 0.0006 <0.0001 <0.0002 0.0004 0.0001 0.0006 <0.0005 <0.0001 <0.0001 <0.0001
108 Baton Rouge, LA USS Electro Corroding 0.72 99.99 <0.0001 <0.0001 <0.0002 0.0003 0.0003 0.0009 <0.0005 <0.0001 <0.0001 <0.0001
109 Baton Rouge, LA Boliden Corroding 0.37 99.98 <0.0001 <0.0001 <0.0002 <0.0001 0.0009 0.016 <0.0005 <0.0001 <0.0001 <0.0001
109 Baton Rouge, LA Boliden Corroding 0.34 99.98 <0.0001 <0.0001 <0.0002 <0.0001 0.0010 0.014 <0.0005 <0.0001 <0.0001 <0.0001
109 Baton Rouge, LA Boliden Corroding 0.40 99.98 <0.0001 <0.0001 <0.0002 <0.0001 0.0009 0.013 <0.0005 <0.0001 <0.0001 <0.0001
110 Baton Rouge,  LA BHAS Corroding 1.33 99.993 0.0014 <0.0001 <0.0002 0.0001 0.0003 0.0041 <0.0005 <0.0001 <0.0001 <0.0001
110 Baton Rouge,  LA BHAS Corroding 1.72 99.993 0.0015 <0.0001 <0.0002 <0.0001 0.0002 0.0043 <0.0005 <0.0001 <0.0001 <0.0001
110 Baton Rouge,  LA BHAS Corroding 0.96 99.993 0.0014 <0.0001 <0.0002 0.0001 0.0003 0.0044 <0.0005 <0.0001 <0.0001 <0.0001
110 Baton Rouge,  LA BHAS Corroding 0.82 99.993 0.0018 <0.0001 <0.0002 <0.0001 0.0002 0.0043 <0.0005 <0.0001 <0.0001 <0.0001


